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Table 1 – Classification of tests 

Replace the existing Table with the following new Table: 

Table 1 – Classification of tests 

Test 
Type tests Sample tests 

Type A Type B Type A Type B 

Drop point X X X X 

High temperature stability X  X  

Penetrability X X X X 

Low temperature adherence X X   

Acidity/alkalinity  X   

Ageing X X   

Corrosion test X X   

Stability on conductor (high temperature) a a   

Stability on conductor (short circuit) a a   

a If requested by the purchaser. 

 

 


